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Title: SOLDER COMPOSITION 

This document is an integral part of the contract (purchase order) in which 
referenced.  Applicable Revision: The revision in effect at the time the purchase 
order is placed. 

Aerojet Quality Note 
I09 

 Rev #          Date 
0 10/15/08 

Supplier must certify that solder contains <0.01% phosphorus and <0.001% sulfur, with a 
minimum of 0.2% antimony. 
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